
Visible and NIR Standard Coatings

Typical Coating Curves

Coating Type Range Refl ectance

VA 380 – 700 nm Ravg ≤ 0.5%

VB 600 – 1100 nm Ravg ≤ 0.6%

VC 1050 – 1650 nm Ravg ≤ 0.5%

VQ 1300 – 1700 nm Ravg ≤ 0.25%

Custom coatings are available on request.
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VC Coating
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 ≤ 0.6% @ 600 – 1100 nm

VB Coating
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 ≤ 0.25% @ 1300 – 1700 nm
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IR Standard Coatings

Typical Coating Curves

Coating Type Range Refl ectance

RA 8 – 12 µm Ravg ≤ 0.5%

RB 3 – 5 µm Ravg ≤ 1.0%

Custom coatings are available on request.
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 ≤ 0.5% @ 8 – 12 µm

RA Coating on GH2 Glass
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 ≤ 0.5% @ 8 – 12 µm

RA Coating on GH6 Glass
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 ≤ 1.0% @ 3 – 5 µm

RB Coating on GH2 Glass
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